
QUALICOAT SPECIFICATIONS  List of current update sheets 
12th Edition  23.11.11 

 
   

H:\ac2\Q-COAT\BESTIMMU\Updatesheets\12th Edition\E\12th Edition_Update sheets_Word\List of update sheets - 23.11.11.doc 

UPDATE SHEET (No.)  DATE OF APPLICATION 

 
DELTA E Limits (Appendix A7)  PERMANENT 
 
LIST OF STANDARDS (Appendix A9)  PERMANENT 

1. VISUAL ASSESSMENT AFTER ARTIFICIAL AND NATURAL WEATHERING 1 January 2010 

2. DETAILED INFORMATION ON CURING CONDITIONS 1 January 2010 

3. NEW RULES FOR BANNED COLOURS 1 January 2010 

4. CLARIFICATION OF UNCERTAINTIES IN THE SPECIFICATIONS  1 January 2010 

5. EXTENSION OF POWDER SUPPLIERS’ LABORATORY EQUIPMENT 1 January 2011 

6. CLARIFICATION REGARDING FLORIDA SUBMISSION 1 January 2010 

7. DRIPPING WATER VALUE FOR ANODIC PRETREATMENT 1 January 2010 

8. DISTINCTION BETWEEN DRYING AND STOVING CHAMBERS 1 July 2010 

9. PREPARATION OF TEST PANELS 1 January 2010 

10. CLARIFICATION REGARDING STRUCTURED POWDERS 1 September 2010 

11. REFERENCE TO APPENDICES A5 AND A9 1 September 2010 

12. DAILY CONTROL OF ETCHING DEGREE DURING SEASIDE PRODUCTION 1 January 2011 

13. SUMMARY OF REQUIREMENTS FOR THE APPROVAL OF POWDER COATING 
 MATERIALS (CLASS 1, 2 AND 3) 1 January 2011 

14. THICKNESS REQUIREMENTS FOR 3 TESTS (IMPACT, BENDING AND CUPPING) 1 January 2011 

15. RENEWAL OF METALLIC COLOURS 1 January 2011 

16. EQUIPMENT OF INSPECTORS 1 July 2011 

17. PROCEDURE TO BE FOLLOWED IN CASE OF NON-CONFORMITIES 1 July 2011 

18. CLARIFICATION REGARDING THE GRANTING OR THE LICENCE 1 January 2012 

19. PREPARATION OF TEST PANELS 1 January 2012 

20. CLARIFICATION REGARDING ETCHING DEGREE SPECIFICATION 1 January 2012 


