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Subject : Failure to submit required colours 

Proposal “Florida” WG 

QUALICOAT resolution: Meetings on 17.11.05 and 29.06.06 
(ratified on 22.11.06) 

Date of application: 1st January 2007 

Amendments to the Specifications: Section 4.2. 

4.2. Renewal of approvals 

Consistent quality of approved systems is monitored annually with tests 1 to 15 (see section 
4.1) being performed on two colours chosen from the three colours specified by QUALICOAT 
each year. One metallic colour (RAL 9006 or RAL 9007) must also be tested every year, 
unless the supplier states in writing that no metallic colour is produced for the system 
concerned. 

If a powder manufacturer fails for any reason to submit the required colours to the laboratory 
on time and if no panels are sent to Florida as a result, two of the colours and one metallic 
colour will be banned, as specified by QUALICOAT. 
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